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This file contains the steps to run the Model.

1) Copy files onto hard disk, without disturbing the structure and remove the “READ-ONLY” status for files ‘test.dat’.

2) Edit the test.dat file to set input variables. The input variables are in row;

Column Variable



1
Carbon (wt%)

2
Manganese (wt%)

3
Silicon (wt%)

4 Chromium (wt%)

5 Nickel (wt%)

6 Molybdenum (wt%)

7 Vanadium (wt%)

8 Cobalt (wt%)

9 Aluminium (wt%)

10 Tungsten (wt%)

11 Cooper (wt%)

12 Niobium (wt%)

13 Titanium (wt%)

14 Boron (wt%)

15 Nitrogen (wt%)

16 PAGS (microns)

3) Double click on “MS.exe’' icon , to run program.

4) Results) are stored in a file called 'Result.dat'. The format of this file is;

   MS temperature;
Error Bar;
 MS+Error Bar;
MS-Error Bar

End of task.

