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Abstract

Steels can be designed to exploit the coordinated motion of atoms during the bainite and
martensite reactions. In this way it has been possible to make exceptionally strong and tough
alloys in bulk form, and at an affordable price. Crystal sizes can be reduced to between
20–180 nm, by annealing heterogeneously deformed martensite, or by forming bainite under
conditions where there is no atomic mobility.

Engineering failures are dominated by fatigue, the effects of which are exacerbated by welding
and the associated residual stresses. Alloys can now be designed such that the deformation
caused by transformation eliminates residual stresses, with extraordinary improvements in the
fatigue life of constrained assemblies of metal. These important achievements are described
here, within a framework which relates the atomic mechanism to the engineering scale.

INTRODUCTION

The matter of our everyday world is made up of atoms and it is the behaviour of collections
of these entities which governs the properties of macroscopic samples. A good understand-
ing of the various scales of matter is a fundamental goal of science, with the ultimate aim
of creating predictive models. In this paper I hope to demonstrate, that in the context of
steels, we have sufficient theory to create novel alloys without much experimentation or ad
hoc parameters. The developments described deal with martensitic and bainitic steels, whose
multi–scale structure depends on the trajectories of the atoms during the course of transfor-
mation. These trajectories are responsible for the macroscopic shape deformation, which in
turn determines the microstructure. We begin therefore with a brief description of the charac-
teristics and significance of this remarkable deformation which results from the synchronised
motion of atoms.

SHAPE DEFORMATION

The conservative glide of a dislocation on a slip plane causes shear in a direction which lies
in that plane. The material in the slip plane remains crystalline during the deformation, with
no change in the relative positions of atoms on that plane, which is said to be invariant to
the strain. Mechanical twinning is also a conservative mode of deformation and the plane on
which the twinning shear occurs is similarly invariant.

1



Materials Science and Engineering A, Vol. A378, 2004, 34–39

If a material which has a Poisson’s ratio equal to zero is uniaxially stressed below its elastic
limit, then the plane that is normal to the stress axis is unaffected by the deformation since the
only non-zero strain is that parallel to the stress axis (beryllium has a Poisson’s ratio which is
nearly zero).

All these strains belong to a class known as the invariant–plane strains, the operation of which
leaves a plane undistorted and unrotated. Fig. 1a illustrates an invariant–plane strain (IPS)
which is dilatational, and is of the type to be expected when a plate–shaped precipitate grows
diffusionally. The change of shape is due to the volume change accompanying transformation.
In Fig. 1b, the IPS corresponds to a simple shear at constant volume, as in slip or mechanical
twinning.

Fig. 1: Three kinds of invariant–plane strains. The squares indicate the shape

before deformation. δ, s and m represent the magnitudes of the dilatational

strain, shear strain and general displacement respectively. p is a unit vector,

the shear strain s is parallel to z
1
, whereas δ is parallel to z

3
.

The most general IPS is a combination of dilatation and shear (Fig. 1c); if d is a unit vector
in the direction of the displacements involved, then md represents the displacement vector,
where m is a scalar giving the magnitude of the displacements. md may be factorised as
md = sz

1
+ δz

3
, where s and δ are the shear and dilatational components, respectively, of the

invariant–plane strain. Fig. 1c is representative of the shape deformation accompanying the
formation of martensite or bainite, with s ' 0.22–0.26 and δ ' 0.02–0.03. These deformations
are much larger than elastic strains in a tensile test, which are of the order of 10−3. s and δ
therefore have profound effects on properties, as described below.

RESIDUAL STRESS

Manufacturing processes frequently introduce unwanted residual stress in mechanical parts [1],
leading to a deterioration of fatigue–life. There are material factors which determine the type
and magnitude of residual stress, for example, the heat capacity, thermal expansion coefficient,
density and strength [2,3,4].

But in the context of steels, it has long been recognised that phase transformations can radi-
cally affect the development of residual stresses. Jones and Alberry [5] showed how the trans-
formation temperature influences the evolution of stress as a constrained sample cools from
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the austenitic state (Fig. 2). The thermal expansion coefficient of austenite in lean steels is
eγ ' 2.1 × 10−6 K−1 and that of ferrite is about eα ' 1.3 × 10−6 K−1.

Thermal contraction of austenite therefore adds 400 MPa of tensile stress for each 100 K of
cooling, given a Youngs modulus of 210 GPa. This is too large compared with the experimen-
tal data illustrated in Fig. 2, because at high temperatures the austenite relaxes by plastic
deformation to accommodate some of the thermal contraction. This is why the austenite part
of the stress–temperature curve in Fig. 2 treks the yield strength as a function of temperature.

Fig. 2: Axial stress in uniaxially constrained samples during cooling of a

martensitic (9Cr1Mo), bainitic (2 1

2
Cr1Mo) and austenitic steel (AISI 316).

[5]. Also plotted is the yield strength of austenite [6].

The 2 1

2
Cr1Mo sample begins to transform to bainite at about 600 ◦C. When this happens, the

volume expansion due to the lower density of α–iron partly compensates for the contraction
strain [7,8]. An important second effect is that those orientations of bainite form which best
accommodate the macro–stress due to cooling. This bias in the microstructure prevents the
shear strains of individual plates of bainite from being cancelled, as would happen in a random
microstructure (where it is possible to find mutually accommodating plates) Fig. 3. The
influence of a biassed microstructure can be much larger than the density change, because
s À δ [9–20].

It is significant that the Alberry and Jones’ experiments show that the stress remaining at
ambient temperature is smaller when the transformation temperature is reduced (cf. 9Cr1Mo
and 21

2
Cr1Mo steels). There are three reasons which explain this phenomenon:

(i) since eγ > eα, the volume expansivity 3(eγ − eα) K−1 due to transformation is larger at
lower temperatures, allowing a greater compensation of the accumulated thermal contrac-
tion strain.

(ii) If transformation becomes exhausted much before ambient temperature is reached, then
it is the ferrite which contracts on cooling. Ferrite has a high yield strength (at low T )
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Fig. 3: Shape changes during unconstrained transformations. (a) Polycrys-

talline sample of austenite. (b) Displacive transformation into randomly ori-

ented plates; the sample undergoes dilatational strain. (b) Transformed into

an organised set of plates; the sample experiences both dilatation and shear.

and hence there is a lesser compensation of contraction strain by plastic relaxation. This
is why the stress rises sharply in the 2 1

2
Cr1Mo steel after transformation is exhausted.

(iii) Transformation in constrained specimens, when it occurs at low temperatures, leads to a
greater bias in the microstructure, making the shear strain s more prominent in mitigating
thermal contraction. This is because there is a greater accumulation of stress before the
low transformation–temperature is reached.

We now proceed to describe the exploitation of the phenomena described above.

FATIGUE

Many components are fatigue–limited. Cracks are initiated and grow slowly under the influence
of an average stress which oscillates about some mean value, but which is below the yield
strength as measured in a tensile test. The crack hopefully does not reach a critical value
where fast–fracture occurs during the designated service life. The existence of residual stresses
in the component effectively reduces the allowable applied stress.

It is often said that martensite “has a high dislocation–density”. However, this is not a
necessary feature of the transformation, since a glissile interface can move without creating
defects. Dislocations are created if the IPS shape–change cannot be elastically accommodated.
Whereas the shape–memory effect relies on the elastic accommodation of martensite, the cir-
cumstances are different in engineering steels where the martensite and bainite are plastically
accommodated, resulting in the reported high dislocation–densities.

These dislocations can enhance the fatigue strength by increasing the resistance to plastic flow.
This conclusion follows from the fact that prestraining a component (i.e. before fatigue loading)
can increase the life [21], especially during low–strain fatigue [22]. The defects introduced by
martensitic transformation provide an intrinsic “prestrain”, and have been shown to improve
the fatigue properties [23].

Whereas this effect of dislocation density is a natural consequence of the transformation, there
has recently been a deliberate development by Ohta and co–workers [24–28], which follows
from the Alberry and Jones work, and which is making significant waves in the engineering
industries.
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Fig. 4 illustrates distortion caused by welding, characterised in terms of the angle θ through
which the unconstrained plates rotate as they cool following solidification. Table 1 shows θ as
a function of the transformation temperature range, for two welding alloys deposited within a
60◦ V–joint. The distortion is clearly larger for the case where the transformation is exhausted
at a higher temperature.

Fig. 4: Distortion caused by welding two plates which were originally flat.

(Unpublished work, Bhadeshia and Svensson)

C / wt.% Si Mn Ni Mo Cr ∆T / ◦C θ◦

0.06 0.5 0.9 – – – 802–400 14.5

0.06 0.3 1.6 1.7 0.4 0.35 422–350 8

Table 1: The chemical compositions (wt.%), calculated transformation tem-

perature range ∆T ) and measured distortion θ for two manual metal arc,

multipass weld deposits. (Unpublished work, Bhadeshia and Svensson).

Ohta et al. designed a welding alloy with an exceptionally low transformation temperature
(MS), in which martensitic transformation in an unconstrained specimen starts at about 180 ◦C
and is just completed at ambient temperature. By contrast, normal welding alloys have MS '
500− 400 ◦C. As illustrated in Fig. 5a, the net strain (ε) on cooling between MS and ambient
temperature is a contraction in the case of the high–MS “conventional” alloy, whereas there
is a net expansion for the new welding alloy. This results in a large residual tensile stress for
the high–MS sample and a compressive one for the low–MS alloy (Fig. 5b).

When tests were done on welded sections, the structures joined using the low–MS weld metal
gave a much higher fatigue strength (Fig. 6). This improvement is attributed to the com-
pressive residual stress which reduces the effective stress–range that the structure experiences
during fatigue testing. The results are spectacular for engineering; benefits of the order il-
lustrated in Fig. 6 will lead to radical changes in design and lifing philosophies for structural
components. The achievement is based entirely on the fact that the reduction of the transfor-
mation temperature allows the shape deformation to compensate for the accumulated thermal
contraction strains. The work done in Japan has recently been confirmed by Ekerlid et al. [29].

Welding alloys used in civil constructions have to meet a range of requirements other than
fatigue. Work is now needed to develop a system which gives a good portfolio of properties,
such as strength, fatigue strength and toughness.

5



Materials Science and Engineering A, Vol. A378, 2004, 34–39

Fig. 5: (a) Transformation of weld metal during unconstrained cooling; (b)

development of stress during constrained cooling. The chemical compositions

of the alloys are given in Table 2. The low–MS alloy is designated 10Cr10Ni

in Table 2. After Ohta and coworkers.

Fig. 6: Improvement in the fatigue performance of welded structure using a

low transformation temperature welding alloy. After Ohta et al..

Alloy C / wt.% Si Mn Ni Mo Cr MS / ◦C

Conventional 0.10 0.39 0.90 – – – 590

10Cr10Ni 0.025 0.32 0.70 10.0 0.13 10.0 180

Table 2: The chemical compositions (wt.%), and measured MS temperature

of conventional and novel welding alloys. After Ohta et al.
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FINE GRAIN SIZE

A reduction of grain size frequently leads to an improvement in both the strength and toughness
of a material. Sizes in the range 100–10 nm can be achieved using specialised laboratory
techniques including rapid quenching and severe deformation (ε > 9). However, these extreme
processes are usually not practical on an industrial scale and more importantly, they are
limited in the shapes that can be produced. The following sections show how fine grains can
be achieved in bulk specimens by exploiting the atomic mechanism of martensitic and bainitic
transformations.

Elastically Accommodated Plates

Displacive transformations in steels are associated with fine length scales because of the shape
deformation. The strain energy density for martensite as a function of the transformation
strains has been estimated using Eshelby’s theory for a constrained transformation in which the
phases remain coherent [30]. The elastic strain energy per unit volume (Ge

V ) of a transformed
region with the same shear modulus (µ) and Poisson’s ratio (ν) as the isotropic constraining
matrix is given by:

1 − ν

µ
Ge

V =

contribution from volume change
︷ ︸︸ ︷

2

9
(1 + ν)∆2 +

πt

4l
δ2 +

πt

3l
(1 + ν)∆δ

+
π

8
(2 − ν)

t

l
s2

︸ ︷︷ ︸

contribution due to shear

or Ge
V '

t

l
µ(s2 + δ2)

(1)

where ∆ is the uniform dilatation strain which is now known to be zero and the other strains s
and δ are illustrated in Fig. 1. t and l are the thickness and diameter respectively of the oblate
spheroid shape used to represent the martensite plate. For typical values of the parameters in
equation 1, with t/l = 0.05, Ge

V ' 600 J mol−1, which is large, and the reason why the plates
tend to be thin.

Suppose it is assumed that a martensite plate can grow unhindered across an austenite grain of
size L, the mean lineal intercept. The maximum thickness of the plate is obtained by balancing
the chemical free energy change accompanying transformation ∆Gγα against Ge

V , i.e.

t '
|∆Gγα| × L

µ(s2 + δ2)
(2)

The plate thickness defines the mean free slip distance which is about 2t [31] and hence is the
effective grain size. With these assumptions, the size of elastically accommodated martensite
plates is related directly to the austenite grain size and the driving force for transformation.
The mean size of the plates within a single austenite grain will be somewhat smaller than pre-
dicted because of the way in which the plates geometrically partition the parent phase. Notice
how the shape deformation plays a vital role in determining the scale of the microstructure,
with the shear strain dominating the equation.

Plastically Accommodated Plates

A displacive transformation involves the motion of a glissile interface. Just as in work–
hardening, its motion can be halted by defects in the austenite. The defects can be created
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when the shape deformation due to martensite or bainite is accommodated by plastic relaxation
of the surrounding austenite [32,33]. The growing plate then brings itself to a halt before it
collides with the austenite grain surface. This is vividly illustrated by the sub–unit mechanism
of bainite [34,35], in which an individual sheaf consists of a myriad of much smaller plates,
each of which grows to a limited size which can be much smaller than that of the austenite
grain.

Equation 2 indicates that during unhindered growth, thermoelastic equilibrium requires that
the plates are coarser at low temperatures where |∆Gγα| is largest. This contradicts observa-
tions because in practice the bainite is not in thermoelastic equilibrium; as stated earlier, there
is plastic relaxation in the adjacent austenite [33]. The resulting dislocation debris resists the
advance of the bainite/austenite interface. Since austenite is weaker and dynamic recovery
more likely at high temperatures, the plates in fact become thicker at elevated transformation
temperatures. It is found that an increase in the strength of austenite by 100 MPa leads to
approximately a 0.2 µm decrease in the thickness of bainite plates [36,37]; the intrinsic effects
of ∆Gγα and temperature turn out to be much smaller in comparison.

The thickness must also be influenced by impingement between adjacent plates; as in all
transformations, a large nucleation rate corresponds to a finer microstructure.

To summarise, transformation from strong austenite leads to fine plates when the shape de-
formation is plastically accommodated. The austenite can be made stronger by reducing the
transformation temperature or by some other strengthening mechanism. Fig. 7a shows that
by suppressing the bainite transformation to low temperatures, it is possible to obtain plates
which are less than 40 nm in thickness, giving a strength in excess of 2500 MPa in a material
which has considerable plasticity and toughness [38–41]. Fig. 7b illustrates the extent to which
bainitic steels have progressed since the pioneering work of Irvine and Pickering in the 1950’s.
It has been possible to match and exceed the properties of the far more expensive marageing
steels, by a combination of “grain refinement” as described above, and the elimination of car-
bide particles; the details are reviewed in [35]. Current efforts focus on extremely high–strength
bainite (the point marked “4” on Fig. 7b).

Recrystallised Plates

When equiaxed grain structures are required, they can be generated by deformation followed
by recrystallisation but in the context of current trends, this does not lead to a sufficiently fine
grain structure. The extent of deformation needed also limits the form of the final product.

Tsuji and co–workers [42,43] have developed a process which avoids these difficulties by starting
with a martensitic microstructure, which already has a high stored energy. To emphasise the
latter point, calculated values of stored energies are listed in Table 3, where it can be seen
that the magnitude is very large for martensite, even when compared against a mechanically–
alloyed system. Martensite can therefore be recrystallised without any additional deformation.
However, Tsuji et al. discovered that a small amount of plastic strain (' 50%) applied to a
martensitic microstructure introduces three kinds of heterogeneities in the martensite, which
have the effect of subdividing it. These are fine dislocation cells, irregularly bent laths and
kinked laths and in each case the defect results in large local–misorientation, thereby providing
ideal sites for the generation of new grains during annealing.

Defining grain size in terms of regions with a critical level of misorientation, the original
martensite was judged to have a grain size of 3.2 µm. Its subdivision by heterogeneous defor-
mation, led by the same definition, to an equiaxed grain size of about 180 nm after annealing,
a reduction in scale by a remarkable factor of 18.
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Fig. 7: (a) Stereologically corrected thickness of bainite plates as a function

of the transformation temperature [41]. (b) The points marked 1, 2, 3 and 4

are all carbide–free bainitic steels.

Phase Mixture in Fe–0.2C–1.5Mn wt.% at 300 K Stored Energy / J mol−1

1. Ferrite, graphite & cementite 0

2. Ferrite & cementite 70

3. Paraequilibrium ferrite & paraequilibrium cementite 385

4. Bainite and paraequilibrium cementite 785

5. Martensite 1214

6. Mechanically alloyed ODS metal 55

Table 3: The stored energy as a function of microstructure, relative to the

equilibrium state defined as a mixture of ferrite, cementite and graphite [44].

The phases in cases 1 and 2 involve a partitioning of all elements so as to

minimise free energy. In cases 3–5 the iron and substitutional solutes are con-

figurationally frozen (for martensite even the interstitial elements are frozen).

Case 6 refers to an iron–base mechanically alloyed oxide–dispersion strength-

ened (ODS) sample which has the highest reported stored energy prior to

recrystallisation [45].

SUMMARY

The simple recognition that the invariant–plane strain shape deformation observed during the
course of martensitic and bainitic transformations results in large elastic and plastic strains,
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and the fact that these strains must be accommodated in the surrounding austenite, has led
to the design of some extraordinary steels. The advances are remarkable given the current
emphasis on everything “nano”, for here are mechanisms which lead to nano–scale structures
in bulk samples at reasonable costs. It is no wonder that most of the developments discussed
here are now available commercially.
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